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SECTION 033000 - CAST-IN-PLACE CONCRETE 

PART 1 - GENERAL 

1.1 SUMMARY 

A. Section Includes: 

1. Cast-in-place concrete, including concrete materials, mixture design, placement
procedures, and finishes.

B. Related Requirements: 

1. Section 031000 "Concrete Forming and Accessories" for form-facing materials, form
liners, insulating concrete forms, and waterstops. 

2. Section 032000 "Concrete Reinforcing" for steel reinforcing bars and welded-wire
reinforcement. 

3. Section 312000 "Earth Moving" 310000 “Earthwork” for drainage fill under slabs-on-
ground.

4. Section 321313 “Concrete Paving.”

1.2 ACTION SUBMITTALS 

A. Product Data: For each type of product. 

B. Design Mixtures: For each concrete mixture. 

C. Steel Reinforcement Shop Drawings: Placing drawings that detail fabrication, bending and 
placement. 

D. Electrical Conduit and Electrical Box Layout in concrete slabs and foundation. 

E. Construction Joint Layout: Indicate proposed construction joints required to construct the 
structure. 

1. Location of construction joints is subject to approval of the Architect.

1.3 INFORMATIONAL SUBMITTALS 

A. Material Certificates. 

B. Material Test Reports. 

C. Formwork Shop Drawings: Prepared by a qualified Professional Engineer, detailing fabrication, 
assembly and support of formwork. 
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D. Floor Surface flatness and levelness measurements indicating compliance with specified 
tolerances. 

1.4 QUALITY ASSURANCE 

A. Manufacturer Qualifications: A firm experienced in manufacturing ready-mixed concrete 
products and that complies with ASTM C94/C94M requirements for production facilities and 
equipment. 

1. Manufacturer certified in accordance with NRMCA's "Certification of Ready Mixed
Concrete Production Facilities."

B. Testing Agency Qualifications:  An independent agency, qualified according to ASTM C1077 
and ASTM E329 for testing indicated. 

1.5 FIELD CONDITIONS 

A. Cold-Weather Placement: Comply with ACI 301 (ACI 301M) and ACI 306.1. 

1. Do not use calcium chloride, salt or other materials containing antifreeze agents or
chemical accelerators unless otherwise specified and approved in mixture designs.

B. Hot-Weather Placement: Comply with ACI 301 (ACI 301M) and ACI 305.1 (ACI 305.1M). 

PART 2 - PRODUCTS 

2.1 CONCRETE, GENERAL 

A. ACI Publications: Comply with the following unless modified by requirements in the Contract 
Documents: 

1. ACI 301 (ACI 301M).

2. ACI 117 (ACI 117M).

2.2 FORM-FACING MATERIALS 

A. Smooth-Formed Finished Concrete:  Form-facing panels that provide continuous, true and 
smooth concrete surfaces.  Furnish in largest practicable sizes to minimize number of joints. 

1. For concrete exposed to view.

B. Rough-Formed Finished Concrete:  Plywood lumber, metal, or another approved material. 
Provide lumber dressed on at least two edges and one side for tight fit. 
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C. Bar Supports:  Bolsters, chairs, spacers and other devices for spacing, supporting and fastening 
reinforcing bars and welded-wire reinforcement in place.  Manufacture bar supports from steel 
wire, plastic or pre-cast concrete according to CRSI’s “Manual of Standard Practice”. 

2.3 STEEL REINFORCEMENT 

A. Reinforcing Bars:  ASTM A615/A615M, Grade 60 (Grade 420) deformed. 

B. Plain-Steel Welded-Wire Reinforcement:  ASTM A1064/A1064M, plain, fabricated from as-
drawn steel wire into flat sheets. 

2.4 CONCRETE MATERIALS 

A. Cementitious Materials: 

1. Portland Cement: ASTM C150/C150M, Type I or Type III.
2. Fly Ash: ASTM C618, Class C or F.
3. Slag Cement: ASTM C989/C989M, Grade 100 or 120.

B. Normal-Weight Aggregates: ASTM C33/C33M, graded. 

1. Maximum Coarse-Aggregate Size: 3/4 inch (19 mm) nominal.
2. Fine Aggregate: Free of materials with deleterious reactivity to alkali in cement.

C. Lightweight Aggregate: ASTM C330/C330M, 3/8-inch (10-mm) nominal maximum aggregate 
size. 

D. Air-Entraining Admixture: ASTM C260/C260M. 

E. Chemical Admixtures: Certified by manufacturer to be compatible with other admixtures that 
do not contribute water-soluble chloride ions exceeding those permitted in hardened concrete. 
Do not use calcium chloride or admixtures containing calcium chloride. 

1. Water-Reducing and -Retarding Admixture: ASTM C494/C494M, Type D.
2. High-Range, Water-Reducing Admixture: ASTM C494/C494M, Type F.

F. Water: ASTM C94/C94M, potable. 

2.5 VAPOR RETARDERS 

A. Sheet Vapor Retarder: ASTM E1745, Class C. Include manufacturer's recommended adhesive 
or pressure-sensitive joint tape. 

1. Manufacturers:  Subject to compliance with requirements.

a. Insulation Solutions, Inc.
b. Raven Industries, Inc.
c. Reef Industries, Inc.
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d. Stego Industries, LLC.
e. Tex-Trude, Inc.

2.6 CURING MATERIALS 

A. Absorptive Cover: AASHTO M 182, Class 2, burlap cloth made from jute or kenaf, weighing 
approximately 9 oz./sq. yd. (305 g/sq. m) when dry. 

B. Moisture-Retaining Cover: ASTM C171, polyethylene film burlap-polyethylene sheet. 

1. Color:

a. Ambient Temperature Below 50 deg F (10 deg C): Black.
b. Ambient Temperature between 50 deg F (10 deg C) and 85 deg F (29 deg C): Any

color.
c. Ambient Temperature Above 85 deg F (29 deg C): White.

C. Water: Potable. 

2.7 RELATED MATERIALS 

A. Expansion- and Isolation-Joint-Filler Strips: ASTM D1751, asphalt-saturated cellulosic fiber. 

2.8 CONCRETE MIXTURES, GENERAL 

A. Prepare design mixtures for each type and strength of concrete, proportioned on the basis of 
laboratory trial mixture or field test data, or both, in accordance with ACI 301 (ACI 301M). 

B. Cementitious Materials: Use fly ash, pozzolan, slag cement, and silica fume as needed to reduce 
the total amount of Portland cement, which would otherwise be used, by not less than 40 
percent. 

C. Admixtures: Use admixtures in accordance with manufacturer's written instructions. 

1. Use high-range water-reducing admixture in concrete, as required, for placement and
workability.

2. Use water-reducing and -retarding admixture when required by high temperatures, low
humidity, or other adverse placement conditions.

3. Use water-reducing admixture in pumped concrete, concrete for heavy-use industrial
slabs and concrete for parking structure slabs.  Concrete required to be watertight and
concrete with a w/c ration below 0.50.

2.9 CONCRETE MIXTURES FOR BUILDING ELEMENTS 

A. Normal-weight concrete. 

1. Minimum Compressive Strength: 4000 psi (27.6 MPa) at 28 days.
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2. Maximum w/cm: 0.45.
3. Slump Limit: 4 inches (100 mm) or 8 inches (200 mm) for concrete with verified

slump of 2 to 4 inches (50 to 100 mm) before adding high-range water-reducing
admixture, plus or minus 1 inch (25 mm).

4. Air Content:  5.0 percent, plus or minus 1.5 percent at point of delivery for concrete
containing 3/4-inch (19-mm) nominal maximum aggregate size.

5. Do not allow air content of trowel-finished floors to exceed 3 percent.
6. Synthetic Micro-fiber:  Uniformly disperse in concrete mixture at manufacturer’s

recommended rate, but not less than a rate of 1.5lb/cu. yd (0.9 kg/cu. m.).

2.10 FABRICATING REINFORCEMENT 

A. Fabricate steel reinforcement according to CRSI’s “Manual of Standard Practice”. 

2.11 CONCRETE MIXING 

A. Ready-Mixed Concrete: Measure, batch, mix, and deliver concrete in accordance with 
ASTM C94/C94M and ASTM C1116/C1116M, and furnish batch ticket information. 

1. When air temperature is between 85 and 90 deg F (32 deg C), reduce mixing and delivery
time to 60 minutes.

PART 3 - EXECUTION 

3.1 INSTALLATION OF EMBEDDED ITEMS 

A. Place and secure anchorage devices and other embedded items required for adjoining Work that 
is attached to or supported by cast-in-place concrete. 

1. Use setting drawings, templates, diagrams, instructions, and directions furnished with
items to be embedded.

3.2 INSTALLATION OF VAPOR RETARDER 

A. Sheet Vapor Retarders: Place, protect, and repair sheet vapor retarder in accordance with 
ASTM E1643 and manufacturer's written instructions. 

1. Lap joints 6 inches (150 mm) and seal with manufacturer’s recommended tape.

3.3 STEEL REINFORCEMENT INSTALLATION 

A. General:  Comply with CRSI’s “Manual of Standard Practice” for fabricating, placing and 
support reinforcement. 
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3.4 JOINTS 

A. Construct joints true to line, with faces perpendicular to surface plane of concrete. 

B. Construction Joints: 

1. Install so strength and appearance of concrete are not impaired, at locations indicated on
Drawings or as approved by Architect.

C. Control Joints in Slabs-on-Ground: Form weakened-plane control joints, sectioning concrete 
into areas as indicated. Construct control joints for a depth indicated and as follows: 

1. Grooved Joints: Form control joints after initial floating by grooving and finishing each
edge of joint to a radius of 1/8 inch (3.2 mm). Repeat grooving of control joints after
applying surface finishes. Eliminate groover tool marks on concrete surfaces.

2. Sawed Joints: Form control joints with power saws equipped with shatterproof abrasive
or diamond-rimmed blades. Cut 1/8-inch- (3.2-mm-) wide joints into concrete when
cutting action does not tear, abrade, or otherwise damage surface and before concrete
develops random cracks.

D. Isolation Joints in Slabs-on-Ground: After removing formwork, install joint-filler strips at slab 
junctions with vertical surfaces, such as column pedestals, foundation walls, grade beams, and 
other locations, as indicated. 

3.5 CONCRETE PLACEMENT 

A. Before placing concrete, verify that installation of formwork, reinforcement, embedded items, 
and vapor retarder is complete and that required inspections are completed. 

B. Notify Architect and testing and inspection agencies 24 hours prior to commencement of 
concrete placement. 

C. Do not add water to concrete during delivery, at Project site, or during placement unless 
approved by Architect in writing, but not to exceed the amount indicated on the concrete 
delivery ticket. 

D. Deposit concrete continuously in one layer or in horizontal layers of such thickness that no new 
concrete is placed on concrete that has hardened enough to cause seams or planes of weakness. 

1. If a section cannot be placed continuously, provide construction joints as indicated.
2. Deposit concrete to avoid segregation.
3. Consolidate placed concrete with mechanical vibrating equipment in accordance with

ACI 301 (ACI 301M).

3.6 FINISHING FORMED SURFACES 

A. As-Cast Surface Finishes: 
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1. ACI 301 (ACI 301M) Surface Finish SF-1.0: As-cast concrete texture imparted by form-
facing material.

a. Patch voids larger than 1-1/2 inches (38 mm) wide or 1/2 inch (13 mm) deep.
b. Remove projections larger than 1 inch (25 mm).
c. Tie holes do not require patching.
d. Surface Tolerance: ACI 117 (ACI 117M) Class D.
e. Apply to concrete surfaces indicated.

2. ACI 301 (ACI 301M)Surface Finish SF-2.0: As-cast concrete texture imparted by form-
facing material, arranged in an orderly and symmetrical manner with a minimum of
seams.

a. Patch voids larger than 3/4 inch (19 mm) wide or 1/2 inch (13 mm) deep.
b. Remove projections larger than 1/4 inch (6 mm).
c. Patch tie holes.
d. Surface Tolerance: ACI 117 (ACI 117M) Class B.
e. Locations: Apply to concrete surfaces indicated.

3. ACI 301 (ACI 301M) Surface Finish SF-3.0:

a. Patch voids larger than 3/4 inch (19 mm) wide or 1/2 inch (13 mm) deep.
b. Remove projections larger than 1/8 inch (3 mm).
c. Patch tie holes.
d. Surface Tolerance: ACI 117 (ACI 117M) Class A.
e. Locations: Apply to concrete surfaces indicated.

B. Related Unformed Surfaces: 

1. At tops of walls, horizontal offsets, and similar unformed surfaces adjacent to formed
surfaces, strike off smooth and finish with a color and texture matching adjacent formed
surfaces.

2. Continue final surface treatment of formed surfaces uniformly across adjacent unformed
surfaces unless otherwise indicated.

3.7 FINISHING FLOORS AND SLABS 

A. Comply with ACI 302.1R recommendations for screeding, restraightening, and finishing 
operations for concrete surfaces. Do not wet concrete surfaces. 

B. Scratch Finish: 

1. While still plastic, texture concrete surface that has been screeded and bull-floated or
darbied.

2. Use stiff brushes, brooms, or rakes to produce a profile depth of 1/4 inch (6 mm) in one
direction.

3. Apply scratch finish to surfaces indicated.

C. Float Finish: 
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1. When bleedwater sheen has disappeared and concrete surface has stiffened sufficiently to
permit operation of specific float apparatus, consolidate concrete surface with power-
driven floats or by hand floating if area is small or inaccessible to power-driven floats.

2. Repeat float passes and restraightening until surface is left with a uniform, smooth,
granular texture and complies with ACI 117 (ACI A117M) tolerances for conventional
concrete.

3. Apply float finish to surfaces indicated.

D. Trowel Finish: 

1. After applying float finish, apply first troweling and consolidate concrete by hand or
power-driven trowel.

2. Continue troweling passes and restraighten until surface is free of trowel marks and
uniform in texture and appearance.

3. Grind smooth any surface defects that would telegraph through applied coatings or floor
coverings.

4. Do not add water to concrete surface.
5. Do not apply hard-troweled finish to concrete, which has a total air content greater than 3

percent.
6. Apply a trowel finish to surfaces indicated.
7. Finish and measure surface, so gap at any point between concrete surface and an

unleveled, freestanding, 10-ft.- (3.05-m-) long straightedge resting on two high spots and
placed anywhere on the surface does not exceed 3/16 inch (4.8 mm).

E. Trowel and Fine-Broom Finish: Apply a first trowel finish to surfaces indicated on Drawings. 
While concrete is still plastic, slightly scarify surface with a fine broom perpendicular to main 
traffic route. 

1. Comply with flatness and levelness tolerances for trowel-finished floor surfaces.

F. Broom Finish: Apply a broom finish to exterior concrete platforms, steps, ramps, and locations 
indicated. 

1. Immediately after float finishing, slightly roughen trafficked surface by brooming with
fiber-bristle broom perpendicular to main traffic route.

2. Coordinate required final finish with Architect before application.

3.8 CONCRETE CURING 

A. Protect freshly placed concrete from premature drying and excessive cold or hot temperatures. 

1. Comply with ACI 301 (ACI 301M) and ACI 306.1 for cold weather protection during
curing.

2. Comply with ACI 301 (ACI 301M) and ACI 305.1 (ACI 305.1M) for hot-weather
protection during curing.

B. Evaporation Retarder: Apply evaporation retarder to unformed concrete surfaces if hot, dry, or 
windy conditions cause moisture loss approaching 0.2 lb/sq. ft. x h (1 kg/sq. m x h) before and 
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during finishing operations. Apply in accordance with manufacturer's written instructions after 
placing, screeding, and bull floating or darbying concrete, but before float finishing. 

C. Curing Formed Surfaces: Comply with ACI 308.1 (ACI 308.1M) as follows: 

1. Cure formed concrete surfaces, including underside of beams, supported slabs, and other
similar surfaces.

2. Cure concrete containing color pigments in accordance with color pigment
manufacturer's instructions.

3. If forms remain during curing period, moist cure after loosening forms.
4. If removing forms before end of curing period, continue curing for remainder of curing

period, as follows:

a. Continuous Fogging: Maintain standing water on concrete surface until final
setting of concrete.

b. Continuous Sprinkling: Maintain concrete surface continuously wet.
c. Absorptive Cover: Pre-dampen absorptive material before application; apply

additional water to absorptive material to maintain concrete surface continuously
wet.

d. Water-Retention Sheeting Materials: Cover exposed concrete surfaces with
sheeting material, taping, or lapping seams.

e. Membrane-Forming Curing Compound: Apply uniformly in continuous operation
by power spray or roller in accordance with manufacturer's written instructions.

1) Recoat areas subject to heavy rainfall within three hours after initial
application.

2) Maintain continuity of coating and repair damage during curing period.

D. Curing Unformed Surfaces: Comply with ACI 308.1 (ACI 308.1M) as follows: 

1. Begin curing immediately after finishing concrete.
2. Interior Concrete Floors:

a. Floors to Receive Floor Coverings Specified in Other Sections: Contractor has
option of the following:

1) Absorptive Cover: As soon as concrete has sufficient set to permit
application without marring concrete surface, install prewetted absorptive
cover over entire area of floor.

a) Lap edges and ends of absorptive cover not less than 12-inches (300-
mm).

b) Maintain absorptive cover water saturated, and in place, for duration
of curing period, but not less than seven days.

2) Moisture-Retaining-Cover Curing: Cover concrete surfaces with moisture-
retaining cover for curing concrete, placed in widest practicable width, with
sides and ends lapped at least 12 inches (300 mm), and sealed by waterproof
tape or adhesive.
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a) Immediately repair any holes or tears during curing period, using
cover material and waterproof tape.

b) Cure for not less than seven days.

b. Floors to Receive Curing Compound:

1) Apply uniformly in continuous operation by power spray or roller in
accordance with manufacturer's written instructions.

2) Recoat areas subjected to heavy rainfall within three hours after initial
application.

3) Maintain continuity of coating, and repair damage during curing period.
4) Removal: After curing period has elapsed, remove curing compound

without damaging concrete surfaces by method recommended by curing
compound manufacturer.

c. Floors to Receive Curing and Sealing Compound:

1) Apply uniformly to floors and slabs indicated in a continuous operation by
power spray or roller in accordance with manufacturer's written instructions.

2) Recoat areas subjected to heavy rainfall within three hours after initial
application.

3) Repeat process 24 hours later, and apply a second coat. Maintain continuity
of coating, and repair damage during curing period.

3.9 FIELD QUALITY CONTROL 

A. Special Inspections: Owner will engage a special inspector to perform field tests and inspections 
and prepare testing and inspection reports. Refer to Section 014000 “Quality Control.” 

END OF SECTION 033000 
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